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Description

FIELD OF THE INVENTION

5 [0001] This invention relates to polymerization catalysts. More particularly, the invention relates to a polymerization

catalyst system comprising a catalytic complex formed by activating transition metal compounds comprising cyclopen-

tadienide anions which bear fused heterocyclic rings as substituents, and to a process for the polymerization or copo-

lymerization of monomers and comonomers using the catalyst system.

10 BACKGROUND OF THE INVENTION

[0002] Transition metal compounds which function as catalysts are well known in the art. Some of the more successful

ligands for such transition metal compounds are derived from a cyclopentadienide anion. Indeed, pi-bonded cyclopen-

tadienide metal compounds, commonly referred to as "metallocenes," have found a broad range of applications in-

15 eluding the catalysis of industrially important processes, the use as catalysts or synthetic intermediates in the synthesis

of pharmaceuticals and other fine chemicals, and the use as precursors to inorganic materials.

[0003] Metallocenes are often used as components of "single-sited" polymerization catalyst systems. As discussed

in U.S. Patent No. 5,502,1 24, characteristics thought to impart catalytic activity to known metallocene catalysts include:

a coordinatively unsaturated, electrophilic, metal center in a trigonal geometry; an active sigma bound substituent,

20 ' preferably an alkyl or hydride radical; and a least a single vacant orbital cis to the sigma bound substituent. In addition

to the active sigma bound substituent, the metal is bound to an inert ancillary ligand set, the purpose of which is to

establish and maintain the proper electronic and steric environment of the metal center throughout the polymerization.

Ancillary ligands may be defined as ligands which do not directly participate in the monomer insertion reaction, but

which are covalently bound to the metal center by single or multiple bonds. Ancillary ligands are typically composed
25 of organic and/or inorganic moieties in a discrete and well defined manner and generally have a molecular weight

greater than about 50 amu (atomic mass units). The cyclopentadienide anion is prototypical of the ancillary ligands

generally found in single-sited catalysts.

[0004] Neutral metallocenes which have the above characteristics, i.e., a coordinatively unsaturated electrophilic

metal center, an active sigma bound substituent, and a least a single vacant orbital cis to the sigma bound substituent,

30 are also active polymerization catalysts, often used to polymerize olefins. However, such neutral metallocene catalysts

suffer from a propensity to dimerize to form inactive species. This tendency to deactivate by dimerization can be at-

tenuated by using sterically demanding ancillary ligand sets, thus inhibiting the dimerization, but this approach is only

partially successful. Moreover, the use of sterically demanding ancillary ligand sets may inhibit the polymerization of

larger monomers or comonomers.
35 [0005] On the other hand, charged cation ic complexes formed from metallocenes do not readily deactivate by dimer-

ization and do not require the use of extremely sterically demanding ligand sets. In these cases, the repulsion due to

like electrostatic forces prevents dimerization, thereby obviating the need for sterically demanding ligands and allowing

for much greater reactivity of larger monomer substrates.

[0006] Despite the forgoing, only a relatively narrow range of ancillary ligands has been investigated. Known ancillary

40 ligands often comprise a cyclopentadienyl moiety substituted with one or more substituents which are chosen primarily

from alkyl, aryl, and fused aromatic groups. Frequently, a number of structural variants is examined in which both the

steric and electronic properties are changed simultaneously. Efforts to directly determine the relative contributions of

electronic and steric effects have to date met with only limited success, and access to a broader range of systematically

variable ancillary ligands is therefore highly desirable.

« [0007] Further, despite the ubiquity of heterocycles in nature, extremely few examples of such compounds suitable

as cyclopentadienyl ligands can be found in the literature. Two reports of transition metal complexes of azaindenylide

ligands have appeared in the literature. Basolo and coworkers reported a manganese pyrindinyl complex in 1 985

(Basolo, F. J. et at., J. Organomet. Chem. 1985, 296, 83). More recently, Fu has reported an iron pyrindinyl complex

and a dimethylamino substituted iron pyrindinyl complex (Fu, G. C. et al., J. Org. Chem. 1996, 61 , 7230).

so [0008] U.S. 5.434,1 1 6 and PCT publication WO 95/04087 discuss catalyst compositions comprising heterocyclopen-

tadienyl ligands, where one of the carbon atoms in a cyclopentadienyl ligand has been replaced with a group 15 het-

eroatom.

[0009] U.S. patent 5,489,659 discusses metallocenes which comprise two bridged cyclopentadienyl groups, each

of which is bonded to the metal, wherein at least one of the cyclopentadienyl groups is substituted with a ring system

55 which comprises a silicon-containing hydrocarbon group.

[0010] Several heteroatom-substituted cyclopentadienide ligands have been reported. For example, aminocyclopen-

tadienyl complexes of iron, a group 8 metal (see Nesmeyanov, A. N. et al. Dokl. Acad. Nauk. SSSR 1963, 150, 102;

Herberhold, M. et. al, J. Organomet. Chem. 1 983, 241
,
227), and cobalt, a group 9 metal (see El Murr, N.Conpt. Rend.
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1971 ,
C272, 1989), have been disclosed. In these instances the amino substituent was incorporated by substitution

on the cyclopentadienyl ring of the pre-formed metallocene. Use of an amino cyclopentadiene or dienyl precursor to

synthesize iron and titanium complexes has also be reported by Stahl, K.P, et aL(J. Organomet. Chem. 1984, 277,

113). More recently, Plenio et. al (Angew. Chem. Int. Ed. Engl. 1995, 34, 800) have disclosed the formation of amino-

5 cyclopentadiene and dienyl precursors to their corresponding ferrocene complexes. This report also disclosed the use

of the related 2-dimethylaminoindene and indenyl precursors. In all of these examples, however, the nitrogen heter-

oatom is exocyclic to the cyclopentadienyl ring and is not a part of a heterocyclic ring system.

[0011] Because ligands are so important in determining the polymerization behavior of catalysts for the reasons

discussed above, the development of new transition metai catalyst systems exhibiting enhanced activities and selec-

10 tivities frequently requires the synthesis of new organic compounds to serve as ligands for the transition metal centers

of the active catalysts or their precursors. A need thus exists for transition metal compounds, and catalysts formed

therefrom, which have ligands bearing a greater range of substituents and which span a greater range of electronic

properties.

15 SUMMARY OF THE INVENTION

[0012] In accordance with the present invention there is provided a polymerization catalyst system comprising a

catalytic complex formed by activating for polymerization a transition metal compound represented by the formula:

20
[L]m M[A]„(D-)0

wherein:

25 M is a transition metal selected from groups 3 through 10 of the periodic table, preferably from groups 4, 5, and

6, and more preferably from group 4;

L is a cyclopentadienide-containing ligand which may be the same as or different from any other L, but at least

one L is a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand;

A is a monatomic or polyatomic ligand, other than a cyclopentadienide-containing ligand, which bears a formal

30 negative charge and can be the same as or different from any other A;

D' is an optional donor ligand which may or may not be present;

m is an integer which has a value of 1 , 2, or 3:

n is an integer which has a value of 1 , 2, or 3; and

o is an integer representing the number of optional donor ligands D\
35

[0013] In another embodiment, the present invention is a polymerization process comprising the step of contacting

a monomer and, optionally, or one or more comonomers, with the aforementioned polymerization catalyst system.

DETAILED DESCRIPTION OF THE INVENTION
40

[0014] In this patent specification, references to the elemental groups will be made in accordance with the new IUPAC

nomenclature for the Periodic Table of Elements, as described in Chemical and Engineering News, 63(5) 27, 1985).

Under this convention the groups are numbered 1 to 18.

^5 Transition Metal Compounds of the Invention

[0015] The transition metal compounds of the invention comprise a metal selected from groups 3, 4, 5, or 6 of the

periodic table, and a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand. Those of ordinary skill will un-

derstand that this description alone does not necessarily indicate that the ligands exist in the transition metal compounds
so of the invention as anions, or with substantial anionic character, although they may in fact so exist. Thus, in merely

naming and describing the components of the invention, the ligands may be alternately referred to as anionic species

or as neutral radicals, according to ordinary conventions of nomenclature, without intending to specify the ionic or

covalent nature of the chemical bonds involved.

[0016] The transition metal compounds of this invention may be prepared by extensions of well established meth-

55 odologies. Generally one of three routes to cyclopentadienide complexes is employed in the art although a great many

more are known and those of skill in the art will appreciate that these may also be of utility in preparing heterocyclic

fused cyclopentadienide complexes. The most common route to cyclopentadienide transition metal complexes involves

the formation of an alkali metal salt of the cyclopentadienide anion followed by a metathesis reaction with a transition

3
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metal halide. The formation of these alkali metal salts is well known in the art and is generally accomplished by treating

the cyclopentadiene compound with an alkali metal alkyl or hydride compound such as butyl lithium or potassium
hydride. A second route to transition metal complexes of cyclopentadienide ligands involves elimination of an amine
or an alkane from a transition metal amide or alkyl species, respectively, on treatment with the cyclopentadiene com-

5 pound (See for example, R. F. Jordan et al. Organometallics, 1995, 14, 5; J. H. Teuben et. al. Organometallics, 1993,

12, 1936.). A third commonly employed route to transition metal complexes of cyclopentadienide ligands utilizes tri-

alkylsilyl derivatives of the cyclopentadiene compound. On thermolysis with these derivatives transition metal halides

often eliminate trialkylsilyl chloride and produce the desired cyclopentadienide complex.

[0017] The group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands of the invention are characterized by
10 the presence of a cyclopentadienide moiety and a heterocyclic ring fused thereto. The cyclopentadienide moiety is

well known to those of ordinary skill and possesses a formal charge of - 1 , thus being formally an anionic species.

When all five carbon atoms of the cyclopentadienyl moiety are bound to the metal, the ligand is said to be "eta- 5"

bonded. Similarly, when only four are bonded, the ligand is
M
eta- 4" bonded, and so on. Thus, the heterocyclic fused

cyclopentadienide ligands may be bonded in an eta-5 fashion, although the mode of bonding may be eta-1
,
eta-2, eta-

15 3, or eta-4.

[0018] Heterocyclic rings are sometimes referred to simply as "heterocycles." "Heterocyclic ring" and "heterocycle"

will be used interchangeably herein. Generally, heterocycles are polyatomic ring systems which usually, but not always,

comprise a majority of carbon atoms linked through sigma or pi bonds, or both, and which also comprise at least one
endocyclic atom that is not a carbon atom (see Hawleys Condensed Chemical Dictionary 12th edition) (defining het-

20 • erocyclic); see also "Heterocyclic Chemistry" 3rd Ed., J. A. Joule, K. Mills, G. F. Smith, Chapman & Hall, London, 1 995.

For the purposes of this invention, "heterocycle" and "heterocyclic ring" shall be taken to mean a polyatomic ring system
in which at least one carbon atom of the ring system has been replaced by an atom selected from group 1 3, 15, or 1

6

of the periodic table of elements. Thus, as defined herein, a group 13, 15, or 16 heterocyclic fused cyclopentadienide

ligand comprises a fused heterocycle which incorporates at least one atom selected from group 13, 15, or 16 of the
25 periodic table of the elements, wherein said group 13, 15, or 1 6 atom is endo to at least one ring of said heterocycle.

[0019] The heterocycle may be fused to the cyclopentadienide moiety in a number of modes. Most commonly, the

fused heterocyclic compounds will be joined to the cyclopentadienide moiety as ortho-fused substituents where two
adjacent carbon atoms of the cyclopentadienide moiety are each bonded to atoms that are members of the fused
heterocycle. Thus, the adjacent carbon atoms are shared with the pendant heterocyclic ring and are endo to both ring

30 systems. The fused heterocyclic ring could be a monocyclic ring system or a polycyclic ring system, with the proviso

that at least one of the rings contained within the polycyclic ring system is a heterocyclic ring. The fused heterocyclic

rings may be aliphatic or aromatic in nature and may comprise olefinically unsaturated moieties.

[0020] An endocyclic heteroatom of the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand may be
bonded to one or more ring carbon atoms, or it may be bonded to other endocyclic or exocyclic heteroatoms, or both.

35 in one embodiment, the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands will contain as endocyclic

heteroatoms one or more atoms selected only from the group consisting of boron, nitrogen, phosphorus, oxygen, and
sulfur, preferably one or more atoms selected only from the group consisting of nitrogen, oxygen, and sulfur, and still

more preferably the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands will contain as endocyclic heter-

oatoms only one or more nitrogen heteroatoms. In yet another embodiment, the group 13, 15, or 16 heterocyclic fused
40 cyclopentadienide ligand will contain as endocyclic heteroatoms only one or more sulfur heteroatoms.

[0021] The group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands of the invention may be substituted. As
used herein, substitution on the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands is meant to indicate

the replacement of a hydrogen radical on the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand with any
non-hydrogen radical, or the placement of any radical, including hydrogen, on one or more of the group 13, 15, or 16

45 heteroatoms of the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand to complete the valency of said

heteroatoms.

[0022] It will be understood by those skilled in the art that "replacement of a hydrogen radical" does not require direct

replacement of a hydrogen radical on a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand, although it

may be so accomplished. For example, the starting materials used to prepare the substituted group 13, 15, or 16
so heterocyclic fused cyclopentadienide ligand may already be substituted with non-hydrogen radicals, either by direct

replacement of a hydrogen radical, or by virtue of having been prepared from substituted starting materials themselves.

[0023] Suitable substituents for the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands are selected

independently and without any limitation as to number except that which is dictated by the number of substitution

positions available on the group 13, 15, or 16 heterocyclic fused cyclopentadienide and include, for example, CyC20
55 hydrocarbyl radicals including CrC2o linear and branched alkyl radicals such as methyl, ethyl, propyl, butyl, pentyl,

hexyl, heptyl, octyl, nonyl, decyl, C-j-Cgo hydrocarbyl-substituted and unsubstituted cyclic aliphatic and polycyclic

aliphatic radicals such as cyclopropyl, cyclobutyl, cyctopentyl, cyclohexyl, phenylcyclohexyl, methylcyclohexyl, cy-

cloheptyl, cyclooctyl, cyclodecyl, cyclododecyl, isopropyldodecyl, adamantyl, norbornyl, C^Cgo hydrocarbyl-substitut-

4
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ed and unsubstituted aryl radicals including phenyl, methylphenyl, trimethylphenyl, cyclohexylphenyl, napthyl, butyl-

phenyl, butyldimethylphenyl; C 1-C2o substituted hydrocarbyl radicals including benzyl, N,N-dimethylaminobenzyl, N,

N-dimethylaminomethyl, methoxymethyl, diphenylphosphinomethyl, fluorophenyl, trifluoromethylphenyl, fluoromethyl,

cyanoethyl; CrC20 linear and branched halocarbyl radicals including trifluoromethyl, perfluoroethyl, perfluoropropyl,

perfluorobutyl, perfluorophenyl, chlorodifluoromethyl, chlorotetrafluorophenyl, bromotetrafluorophenyl, iodotetrafluor-

ophenyl; C,-C20 substituted-halocarbyl radicals such as methyltetrafluorophenyl, N.N-dimethyldifluoromethyl, meth-

oxyperflouroethyl; C<|-C20 hydrocarbyl-substituted organometalloid radicals including trimethylsilyl, trimethylgermyl,

triphenylsilyl, triphenylgermyl; C^C^ halocarbyl-substituted organometalloid radicals including tris(trifluoromethyl)si-

lyl, tris(trifluoromethyl)germyl, tris(perfluorophenyl)silyl, tris(perfluorophenyl)germyl; C
1
-C20 hydrocarbyl-substituted

boron radicals including dimethylboranyl, diphenylboranyl; CyC20 hydrocarbyl-substituted pnictogen radicals including

N,N-dimethylamino, diphenylamino, diphenylphosphino, dimethylphosphino; CVC20 hydrocarbyl-substituted chalco-

gen radicals including methoxy, ethoxy, butoxy, phenoxy, methylthio, ethylthio, phenylthio, and halogen radicals includ-

ing fluoro, chloro, bromo, and iodo.

[0024] Bridging groups may be present in the inventive transition metal compounds in at least two modes. Other

modes will be readily apparent to those of ordinary skill in the art. In the first mode, the transition metal compounds
will contain two or more cyclopentadienide-containing ligands, at least one of which will be a group 13, 15, or 16

heterocyclic fused cyclopentadienide ligand, wherein the cyclopentadienyl-containing ligands may be linked to each

other through bridging groups. For example, a first group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand

may be bridged to a second group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand, which may be the same
or different from the first group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand. Alternatively, a group 13, 15,

or 16 heterocyclic fused cyclopentadienide ligand may be bridged to a cyclopentadienide-containing ligand which is

not a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand.

[0025] In a second mode, the cyclopentadienyl-containing ligands of the inventive transition metal compounds, in-

cluding the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands, may be connected through bridging

groups to a heteroatom, for example nitrogen, which is itself directly bonded to the metal of the transition metal com-
pound. This mode of bridging is sometimes present in certain known systems where only one cyclopentadienide-

containing ligand is present, sometimes referred to as "monocyclopentadienyr or "mono Cp" systems. Such bonding

is shown schematically below in formula (1):

(1) [L]{T}[JR]M

where M is a metal selected from group 3 through 10 of the periodic table, preferably from group 4, 5, or 6; L is

cyclopentadienide-containing ligand, which may be a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand,

bonded to M; J is a group 15 or 1 6 heteroatom having a formal negative charge and also being bonded to M, and when
J is a group 15 heteroatom, J may be substituted with a substituent group R, where R is hydrogen or any of the

aforementioned substituents said to be suitable for substitution on the group 13, 15, or 1 6 heterocyclic fused cyclopen-

tadienide ligands of the invention; and T is a bridging group covalently bonded to both L and Y. Transition metal com-

pounds containing such bridging groups bonded to cyclopentadienyl-containing ligands are disclosed in, for example,

U.S. patent 5,264,405. In the transition metal compounds of the present invention, however, the presence of the second

mode of bridging is not limited to "monocyclopentadienyr or "mono Cp" systems.

[0026] In either mode of bridging, the bridging group T may be bonded to the cyclopentadienide portion of the group

13, 15, or 16 heterocyclic fused cyclopentadienide ligand, or it may be bonded to the heterocycle thereof. Suitable

bridging groups T in either mode comprise one or more of, or a combination of, a carbon, a germanium, a silicon, a

phosphorous or a nitrogen atom-containing radical, including but not limited to Rk
2C, Rk

2Si, R
k
2Si Rk

2Si, Rk
2Si Rk

2C,

Rk
2Ge, Rk

2Si Rk
2Ge, Rk

2Ge Rk
2C, RkN, Rk P, Rk

2CRkN, Rk
2CRkP, Rk

2Si Rk N, Rk
2Si Rk

'P, Rk
2Ge RkN, Rk

2GeRkP

where each Rk is independently, a radical group which is hydride, C^3Q hydrocarbyl, substituted hydrocarbyl, halocarbyl,

substituted halocarbyl, hydrocarbyl-substituted organometalloid, halocarbyl-substituted organometalloid, disubstituted

boron, disubstituted pnictogen, substituted chalcogen, or halogen.

[0027] In one embodiment of the invention , the polymerization catalyst system comprises a catalytic complex formed

by activating a transition metal compound which comprises a metal selected from group 3 through 1 0 of the periodic

table, preferably from group 4, 5, or 6, and a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand, wherein

the heterocyclic fused cyclopentadienide ligand is substituted with a C^C^ hydrocarbyl radical, preferably a CrC6

hydrocarbyl radical, at the 2-position of the cyclopentadienyl moiety of the heterocyclic fused cyclopentadienide ligand.

Preferably, one or more of the cyclopentadienide-containing ligands is bridged to another cyclopentadienide-containing

ligand according to the first mode of bridging described above.

[0028] In another embodiment the transition metal compounds of the invention have the general formula (2):

5
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(2) [L]mM[A]n(D')0

wherein:

5

M is a transition metal selected from groups 3 through 10 of the periodic table, preferably from groups 4, 5, and

6, and more preferably from group

L is a cyclopentadienide-containing ligand which may be the same as or different from any other L, but at least

one L is a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand;

io A is a monatomic or polyatomic ligand, other than a cyclopentadienide-containing ligand, which bears a formal

negative charge and can be the same as or different from any other A;

D' is an optional donor ligand which may or may not be present;

m is an integer which has a value of 1 , 2, or 3;

n is an integer which has a value of 1 , 2, or 3; and
15 o is an integer representing the number of optional donor ligands D*.

[0029] In one embodiment, the transition metal compound is given by formula (2), but with additional proviso that

the sum of m + n is equal to four. In another embodiment, one or more of the ligands L in formula (2) is bridged according

the first mode of bridging described above.
20 - [0030] In formulae (1) and (2), suitable cyclopentadienide-containing ligands L which are not heterocyclic fused cy-

clopentadienide ligands are the substituted and unsubstituted cyclopentadienides, indenides, and fluorenides. Specific

examples of these are cyclopentadienide, methylcyclopentadienide, ethylcyclopentadienide, n-propylycyclopentadi-

enide, i-propylcyclopentadienide, n-butylcyclopentadienide, i-butylcyclopentadienide, t-butylcyclopentadienide

dimethylcyclopentadienide, 2,3-dimethylcyclopentadienide, 2,4-dimethylcyclopentadienide, indenide, 1 ,2-diethylcy-

25 clopentadienide, ethylcyclopentadienide, 2-cyclohexy-3-methylcyclopentadienide, 2-cyclohexy-4-methylcyclopentadi-

enide, n-octylcyclopentadienide, beta-phenylpropylcyclopentadienide, tetrahydroindenyl, benzylcyclopentadienide,

2,4-diphenyl-3-methylcyclopentadienide, trifluromethylcyclopentadienide, trimethylsilcyclopentadienide, trimethylcy-

clopentadienide, tetramethylcyclopentadienide, pentamethycyclopentadienide, fluorenide, octahydrofluorenide, N,N-

dimethylamidocyclopentadienide, dimethylphosphidocyclopentadienide, and the like, and isomers thereof.

30 [0031] The ligands A in formula (2) are exemplified by, but not limited to, hydride radicals, hydrocarbyl radicals, such

as alkyl and aryl radicals and derivatives thereof, substituted hydrocarbyl radicals, halocarbyl radicals, substituted

halocarbyl radicals, and hydrocarbyl- and halocarbyl-substituted organometalloid radicals, halogen radicals such as

F, CI, Br, and I and the like, atkoxide radicals, aryloxide radicals, amide radicals, phosphide radicals, and the like, or a

combination thereof. Additionally, two ligands A may be joined to form a metallacycle ring containing from about 3 to

35 about 20 carbon atoms.

[0032] The optional donor ligands D 1

in formula (2) include species known to form adducts with transition metal

compounds, such as, for example, ethers, cyclic ethers, amines, phosphines, nitriles, and the like, as well as other

polar species.

[0033] The preferred transition metal compounds of this invention are group 4, 5, or 6 transition metal compounds
40 having the following features: two ancillary stabilizing ligands at least one of which is a Group 1 3, 1 5, or 1 6 heterocyclic

fused cyclopentadienide ligand; two reactive sigma bound species such as alkyl or hydride; and a group 4, 5, or 6

metal in its highest oxidation state. The preferred transition metal compounds are represented by formula (3):

45 (3) {[L
,

)

q
}m(T}{L"]

p
} nM[A']2

wherein:

M is a group 4, 5, or 6 transition metal it its highest oxidation state;

50 L' and L" are the same or different substituted or unsubstituted ancillary stabilizing ligands, at least one of which

is a Group 13, 15, or 1 6 heterocyclic fused cyclopentadienide ligand;

A', which can be the same as or different from any other A\ is a reactive sigma bound species bearing a formal

negative charge of one and is selected from hydride radicals, alkyl and substituted or unsubstituted aryl radicals,

halocarbyl radicals, and hydrocarbyl-substituted organometalloid radicals;

55 t is an optional bridging group connecting a ligand L' to a ligand LM
;

q and p are integers representing the formal charge on the substituted or unsubstituted ancillary stabilizing ligands

L' and L", respectively; and

m and n are integers equal to 1 or 2 and are chosen such that (m x q) + (n x p) = (s - 2), where s is the group

6
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number of M.

[0034] In the above description, "(m x q) + (n x p) = (s - 2)" shall be interpreted in its usual algebraic sense throughout

this patent specification to indicate that the quantity "m times q
M
plus the quantity "n times p" is equal to the quantity

5 "s minus 2."

[0035] In formula (3) above, when L' or L" is a cyclopentadienide-containing llgand which is not a group 13, 15, or

16 heterocyclic fused cyclopentadienide ligand, L' or L" are exemplified by the ligands described above for ligands L

in formula (2).

[0036] The ligands A' in formula (3) are exemplified by hydrogen, CrC2o hydrocarbyl groups such as methyl, ethyl,

10 propyl, butyl, pentyl, hexyl, heptyl, ocryl, nonyl, decyl, cyclic aliphatic and polycyclic aliphatic radicals such as cyclo-

propyl, cyclobutyl, cyclopentyl, cyclo hexyl, phenylcyclohexyl, methylcyclohexyl, cycloheptyl, cyclooctyl, cyclodecyl, cy-

clododecyl, isopropyldodecyl, adamantyl, norbomyl, tricyclo[5.2.1 .Ojdecyl, and substituted derivatives and isomers

thereof, phenyl, methylphenyl, trimethylphenyl, cyclohexylphenyl, napthyl, butylphenyl, butyldimethylphenyl, and sub-

stituted derivatives and isomers thereof, halocarbyl radicals such as, for example, tricholormethyl, trifluorormethyl,

'5 trichloroethyl, trifluoroethyl and the like, and hydrocarbyl-substituted organometalloid radicals such as, for example,

trimethyls ilyl and trimethylgermyl, and the like.

[0037] The group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands of the invention can be used as pi-

bonded cyclopentadienide-containing ligands in transition metal compounds which comprise: 1 ) a heteroatom which

has a formal negative charge and which is directly bonded to the metal atom; and 2) a bridging group linking the

20 heteroatom with a pi-bonded cyclopentadienide-containing ligand. These features are illustrated in formula (1) above.

Thus, in yet another embodiment, the transition metal compounds of the present invention may be represented by

formula (4) below:

25 (4) {[L']
q
}m{T}{[JRy ]

P
}nM [A]2

where:

M is a transition metal selected from group 4, 5, or 6 of the periodic table;

30 L 1

is a substituted or unsubstituted ancillary stabilizing ligand as set forth above in formula (3), but at least one L'

is a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand;

J is a group 15 or 16 heteroatom having a formal negative charge and also being bonded to M;

R is a substituent group bonded to J and is as described above in formula (1);

y has a value of zero or 1 as necessary to complete the valency of J;

35 T is an optional bridging group as set forth above in formula (1) and is bonded to one of the ligands L' and to

heteroatom J;

A is a ligand as described above in formula (2);

q and p are integers representing the formal charge on the substituted or unsubstituted ancillary stabilizing ligand

L'; and
40 m and n are integers equal to 1 or 2 and are chosen such that (m x q) + (n x p) = (s - 2), where s is the group

number of M.

[0038] In another embodiment, the transition metal compounds of the invention are represented by the formula (5)

below:

45

(5) {[L
,

]{T}{[JR
y
]}M[A]2

M is a transition metal selected from group 4 of the periodic table;

so L 1

is a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand;

J is a group 15 heteroatom having a formal negative charge and also being bonded to M;

T is an optional bridging group connecting L' and J though one or more covalent linkages;

R is hydrogen or any of the aforementioned substituents said to be suitable for substitution on the group 13, 15,

or 1 6 heterocyclic fused cyclopentadienide ligands of the invention;

55 y is the number of substituents R which are bound to J and may be equal to 0, 1 , or 2 as dictated by the valency

of J and the presence or absence of bonds to the optional bridging group T; and
A is a monatomic or polyatomic ligand bearing a formal negative charge of one and is defined above in formula (2).

7
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[0039] In one embodiment, thetransition metal compound of the invention is represented by formula (5) above where-

in M is titanium, J is nitrogen, R is an alkyl group, and T is a dimethylsilyi group.

[0040] In other embodiments of the transition metal compounds of the invention, the group 13, 15, or 1 6 heterocyclic

fused cyclopentadienide ligand is represented by formula (6) below:

D

(6)

wherein:

X, Y, and Z are, independently, group 13, 15, or 1 6 heteroatoms;

x, y, and z represent the number of heteroatoms X, Y, and Z, respectively, and have integer values of zero or greater;

D, E, and F are substituents which complete the valency of X, Y, and Z as required and are, independently, hydro-

gen, halogen, or a to C30 alkyl or aryl group or a substituted derivative thereof and, optionally, two or more of

D, E, and F can be joined together to form a ring;

R9, Rh and R' are, independently, hydrogen, halogen, or to alkyl, alkylidene, or aryl groups, or substituted

derivatives thereof, including derivatives wherein one or more carbons atoms is replaced with a group 13, 15, or

16 heteroatom;

CRa> CR'b, and CR"C are hydrocarbyl units, and R, R\ and R" are, independently, hydrogen, halogen, or to C30
alkyl, alkylidene, or aryl groups, or substituted derivatives thereof, including derivatives wherein one or more car-

bons atoms is replaced with a group 13, 15, or 16 heteroatom, and, optionally, wherein two or more of said R, R',

and R" are joined together, or are joined with one or more of D, E, and F, to form a ring;

a, b, and c represent the number of substituents R, R\ and R" respectively, and have integer values of 1 or 2;

L, M, and N represent the number of hydrocarbyl groups CRa ,
CR'b , and CR M

C ,
respectively, and have integer

values of zero or greater;

R, S, and T are integers of value zero or greater, such that

[(R x x) + (S x y) + (T x z)] £ 1

;

[(R X L) + (S X M) + (T X N)]S 1;

[(R x x) + (S X y) + (T X z) + (R x L) + (S x M) + (T x N)] > 3;

and

the bonds between any of the atoms may be single or double bonds, or may have resonance hybrid character,

as required to satisfy the valencies of each atom.

8
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[0041] As shown by the requirements placed on the integers x, y, z, L, M, N, S, T and R, the ligand described in

formula (5) has a ring fused to a cyclopentadienide group, said ring having at least three atoms not shared by the

cylcopentadienide group of the ligand and at least one of which is a group 13, 15, or 16 heteroatom. The substituents

D, E, and F complete the valency of X, Y, andZ, as required. For example, if X has a valency of three, and two of these

s valencies are used in forming a double bond with the carbon atom of hydrocarbyl group CRa , the remaining valency

must be used to form a bond with a carbon atom of the cyclopentadienide group. In this case, D will not be present

since D is not required to complete the valency of X (since all of the valencies of X are occupied). On the other hand,

if X has a valency of three and one of these valencies is used to form a single bond with the carbon atom of CRa ,
and

another is used to form a single bond with a cyclopentadienide ring carbon, D must be present since D is necessary

10 to complete the valency of X.

[0042] Preferably in formula (6) above, X, Y, and Z are independently selected from the group consisting of boron,

nitrogen
,
phosphorus, oxygen, and sulfur, more preferably from the group consisting of nitrogen, oxygen, and sulfur,

and still more preferably X, Y, and Z will all be nitrogen. Exemplary of substituents R9, R*\ R 1

,
R, R\ R", D, E, and F

are those substituents described above as being generally suitable for the group 13, 15, or 16 heterocyclic fused

15 cyclopentadienide ligands of the invention.

[0043] In still other embodiments, the group 1 3, 1 5, or 1 6 heterocyclic fused cyclopentadienide ligand is formed from

a substituted or unsubstituted azaindene or a substituted or unsubstituted tetrahydroazaindene. Thus, the group 13,

15, or 16 heterocyclic fused cyclopentadienide ligands of the invention can be formed by the deprotonation of com-

pounds represented by formulae l-IV below, but as will be appreciated by those of ordinary skill in the art, routes to

20 metal cyclopentadienide complexes which do not require the formal deprotonation of ligand precursors are known.

25

30

I It III
w

35

[0044] Numerous ring systems are referred to in the literature as "azaindene ring systems." However, as used herein,

the azaindene ring system is to be understood as having the basic ring structures shown above in formulae 1-1 V. These

azaindene ring systems are sometimes referred to in the literature as pyrindines and named according to the location

of the nitrogen atom and the saturated carbon of the five-membered ring. Thus the ring systems of formulae I through

40 IV may be called 5H-1-pyrindine, 5H-2-pyrindine, 7H-2-pyrindine, and 7H-1-pyrindine, respectively. The names "5H-

1-pyrindine" and 1 -azaindene will be used interchangeably herein and will be understood to refer to the same com-

pound. Those of ordinary skill in the art will appreciate that.when formulae II, III, and IV represent unique derivatives

based the choice of substituent groups, they will be encompassed in the present invention. The substituent groups Rd

Re Rf R9 Rh and R 1 are selected independently, they may be the same or different are either 1 ) hydrogen or 2) the

45 substituents which are generally suitable for the group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands of

the invention, those substituents having already been discussed above. When Rd Re Rf R9 Rh are all hydrogen, it will

be understood that the 1 -azaindene ring system is an unsubstituted 1 -azaindene ring system. Tetrahydroazaindenyl

ring systems derived from any of the compounds shown in Formulae I, II, III, and IV are also suitable for use as the

group 13, 15, or 16 heterocyclic fused cyclopentadienide ligands of the invention.

50 [0045] In a particularly preferred embodiment, the group 1 3, 1 5, or 1 6 heterocyclic fused cyclopentadienide ligands

are selected from the group consisting of the ligands whose ring structures are shown below in Diagram (1), tetrahy-

droazaindenyl ring systems derived therefrom, and substituted derivatives thereof wherein one or more hydrogen atoms

(which are not pictured, but which will be understood by those of ordinary skill to be implicitly present in the structures

of Diagram (1)) is substituted with any of the substituents suitable for substitution on the group 13, 15, or 1 6 heterocyclic

55 fused cyclopentadienide ligands as described previously herein:

9
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5

10

15

20

25

Diagram (1)

[0046] In a most preferred embodiment, the transition metal compound of the invention is any of those previously

described in this patent specification wherein the transition metal is selected from the group consisting of titanium,

35 zirconium, and hafnium. In one embodiment of the invention, the transition metal compound is dimethyl (t|5-pentame-

thylcyclopentadienyl)(azaindenyl)zirconium (also referred to herein as (I)). In yet another embodiment of the invention,

the transition metal compound is bis(5-methyl-cyclopenta[b]thiophene) zirconium dichloride (also referred to herein as

("))•

[0047] The compounds suitable as precursors to group 13, 1 5, or 16 heterocyclic fused cyclopentadienide ligands

40 of the present invention may be prepared by methods known in the art. For the parent 1 -azaindene ligand depicted in

formulae I, II, III, and IV above when the substituent groups Rd Re Rf R9 Rh and R 1 are all hydrogen, the synthesis is

readily accomplished on a large scale beginning with 2,3-cyclopentenopyridine. The transformation follows methods

described in, for example, Robison, M. R., J. Am. Chem. Soc, 1958, 80, 4677. Thus, oxidation of 2, 3-cyclopenten-

opyridine with hydrogen peroxide in hot acetic acid provides the 2, 3-cyclopentenopyridine N-oxide. Acylation of this

45 material with acetic anhydride, followed by gentle thermolysis, provides the 7-acetoxy-4,5-dihydropyrindine. Elimination

of acetic acid from this material occurs on treatment with concentrated sulfuric acid to provide pyrindine (1 -azaindene)

as a mixture of double bond isomers. Alternatively, the acetate derivative may be hydrolyzed to the hydroxyl derivative.

This material is also readily transformed to 1 -azaindene by treatment with concentrated sulfuric acid. In addition, meth-

ods for preparing numerous and varied derivatives of 1 -azaindene will be readily apparent to those of ordinary skill as

so described in, for example, Freeman, F. Adv. Heter. Chem. 1973, 15, 187.

[0048] Formation of tetrahydroazaindenyl ring systems derived from any of the compounds shown in Formulae I, II,

III, and IV, and in Diagram (1), may be accomplished, either prior to attachment to the transition metal or after ligation,

using methods known in the art, such as, for example hydrogenation of the azaindenylide ligand system by use of

either a homogeneous or heterogeneous hydrogenation catalyst. Alternatively, the tetrahydroazaindene ligand may
55 be synthesized by known methods and then ligated to the metal by conventional methods. Aza-annulation reactions

of the type developed by Stork (G. Stork, Pure Appl. Chem. 1968, 17, 383) and others (for example, A. A. El-Bararbary,

et al. Tetrahedron 1982, 405) are suitable for constructing these type of ring systems. Also suitable are methods de-

scribed recently by Larrock (Larrock et al., J. Org. Chem. 1 996, 61 , 3584) which utilize a palladium catalyzed cyclization

10
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to provide the hexahydro-azaindene ring system.

[0049] Those of ordinary skill in the art will appreciate that these transformations and others known in the art may

be extended to a variety of related compounds to provide precursors to the group 13, 15, or 16 heterocyclic fused

cyclopentadienide ligands of the invention.

5

Catalyst Systems of the Invention

[0050] The catalyst systems of the invention comprise a catalytic complex formed by activating one or more of the

transition metal compounds of the invention. As used herein "catalytic complex" means any species capable of polym-

io erizing monomers having olefinic or acetylenic unsaturation. "Activation" or "activating" means the process or act of

bringing a transition metal compound of the invention and an activator into such proximity that a catalytic complex is

formed.

[0051] The transition metal compounds of the invention may be activated by use of the traditional means of activation,

specifically including the use of alkyl alumoxane compounds as activators, and ionizing activators, such as those rep-

15 resented by aryl-substituted boron compounds such as nitrogen-containing salts, carbenium, silylium or phosphonium

salts, metal salts and neutral Lewis acid compounds. Each method is well-documented in the metallocene catalyst art.

Thus, in some embodiments the inventive catalyst systems comprise the reaction product of an alkyl alumoxane and

a transition metal compound of the invention. In other embodiments, the inventive catalyst systems comprise the re-

action product of an ionizing activator and a transition metal compound of the invention.

20 [0052] Related means of activation , such as the use of alkyl aluminum or other metal alkyl alkylating agents to convert

metallocene halide compounds to hydride or alkyl group-containing compounds prior to activation with the ionizing

activator compounds, will be suitable in accordance with the instant invention. For example, it will be understood by

those skilled in the art that if ionizing activator compounds are to be used with transition metal compounds of the

invention which do not contain ligands reactive toward ionizing activators, such transition metal compounds may be

25 treated with alkylating agents, for example, to incorporate such reactive ligands, and that this step is one of the steps

necessary to form a catalytic complex by ionic activation in these circumstances.

[0053] In one embodiment, the catalytic complexes of the invention are prepared by combining a transition metal

compound of the invention with an ionizing activator to provide a catalytic complex according to formula (7):

30

(7) [({[L']q}ra {T}{[L"]P}„M[A]) ]'
+

.
[B

5

"],

35 wherein:

M is a transition metal selected from group 4, 5, or 6 of the periodic table;

L' and L" are the same or different substituted or unsubstituted ancillary ligand at least one of which is a group 13,

15, or 16 heterocyclic fused cyclopentadienide ligand;

40 A is a monatomic or polyatomic ligand bearing a formal negative charge of one and is defined above in formula (2);

T is an optional bridging group connecting a ligand L' and a ligand LM and is described above in formula (1);

q and p are integers representing the formal charge on the substituted or unsubstituted ancillary stabilizing ligands

L' and L", respectively;

m and n are integers equal to 1 or 2 and are chosen such that (m x q) + (n x p) = (s - 2), where s is the group

45 number of M;

x is the number of singly charged cations;

B is a compatible non-coordinating anion of charge y;

z is the number of non-coordinating anions of charge y; and (z x y) = x.

so [0054] In the catalytic complex defined by formula (7), "(z x y) = x" shall be interpreted in its usual algebraic sense

throughout this patent specification to indicate that the quantity " z times y" is equal to the value x. The compatible

non-coordinating anion B is preferably a single anionic coordination complex comprising a plurality of lipophilic radicals

covalently bound to and shielding a central charge-bearing metal or metalloid atom, which anion is bulky, labile, and

capable of stabilizing the unsaturated cationic transition metal compound. Suitable non-coordinating anions B include

55 any of those known in the art, such as, for example, those described in U.S. Patent No/s 5,198,401 and 5,278,119.

The group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand may be any of those already described herein.

[0055] In one embodiment, the catalyst system of the invention may utilize one or more different transition metal

compounds of the invention, or other transition metal compounds, including metallocenes or other classes of polym-
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erization catalysts, such as, for example the well-known Ziegler-Natta catalysts based on transition metal halides. Such

mixed catalyst systems are often employed to achieve broadened, bimodal, or multimodal MWD weight polymers

capable of improved processing or properties. Also, use of the inventive metallocenes with another metallocene capable

of narrow MWD and low MIR, but having lower comonomer incorporation capacity, should yield polymers having a
5 narrow MWD and a broadened composition distribution (CD).

[0056] The catalyst systems of the invention may further comprise a support. Any effective method of supporting

coordination catalyst systems may be used to incorporate the support, effective meaning that the catalyst system. so

prepared can be used for preparing polymer in a gas phase, solution, or slurry polymerization process. Methods for

supporting catalyst systems are well known in the art.

w [0057] For purposes of this patent specification the terms "carrier" or "support" are interchangeable and can be any

support material, preferably a porous support material, such as for example, talc, inorganic oxides, inorganic chlorides,

for example magnesium chloride and resinous support materials such as polystyrene, polyolefin or polymeric com-

pounds, or any other organic support material, and the like, that has an average particle size greater than 10 um
[0058] The preferred support materials are inorganic oxide materials, which include those from the Periodic Table

is of Elements of Groups 2, 3, 4, 5, 13 or 14 metal oxides. In a preferred embodiment, the catalyst support materials

include silica, alumina, silica-alumina, and mixtures thereof . Other inorganic oxides that may be employed either alone

or in combination with the silica, alumina or silica-alumina are magnesia, titania, zirconia, and the like.

[0059] In one embodiment, the catalyst system of the invention is supported according to the methods described in

copending U.S. Patent Applications 08/265,533 and 08/412,810, each of which is hereby incorporated by reference

20 for its teaching as to methods of supporting catalysts.

Polymerization Process of the Invention

[0060] The catalyst systems of this invention are suited for the polymerization of monomers and comonomers having
25 olefinically or acetylen ically unsaturated units in any polymerization orprepolymerization process, gas, slurry or solution

phase; even a high pressure autoclave or high pressure tubular process may be utilized.

[0061 ] In one embodiment, the inventive polymerization process is directed toward slurry or gas phase polymerization

or copolymerization reactions involving the polymerization, and optionally prepolymerization, of one or more of the

alpha-olefin monomers having from 2 to 20 carbons.

30 [0062] In another embodiment, the inventive polymerization process comprises contacting, under gas-phase, slurry,

or solution polymerization conditions:

a) a monomer containing olefinically or acetylen ically unsaturated units;

b) optionally, one or more comonomers having olefinically or acetylen ically unsaturated units; and
35 c) a catalyst system comprising a catalytic complex formed by activating any of the transition metal compounds

of the invention.

[0063] In a preferred embodiment the monomer is ethylene and the one or more comonomers are selected from

alpha-olefins. The invention is particularly well suited to homopolymerization or copolymerization reactions involving

40 the polymerization of one or more of the olefins, for example one or more of ethylene, propylene, butene-1
,
isobutylene,

pentene-1 , 4-methylpentene-1 , hexene-1 , octene-1 , decene-1 , and cyclic olefins such as norbornene, as well as other

monomers containing olefinically unsaturated units, such as, for example, styrene and derivatives thereof. Other mon-
omers can include diolefins such as acyclic dienes, for example 1 ,4-hexadiene, a,o>-1 ,7-octadiene, and the like, and

cyclic dienes such cyclooctadiene, ethylidene norbornene, norbornadiene, and dicyclopenatadiene, as well as acety-

ls lenically unsaturated monomers such as acetylene. In one embodiment, the process of the invention is directed toward

the polymerization of ethylene and optionally one or more comonomers selected from the group consisting of alpha-

olefin and diolefins having from 3 to 1 5 carbon atoms, in another embodiment 4 to 1 2 carbon atoms and most preferably

in another embodiment 4 to 10 carbon atoms. In yet another embodiment ethylene and an alpha-olefin comonomer is

polymerized with at least one other comonomer, which may be a second, different alpha-olefin, to form a terpolymer

so or other interpolymer.

[0064] In another embodiment of the process of the invention, the olefin(s) are prepolymerized in the presence of

the catalyst system of the invention prior to the main polymerization. The prepolymerization can be carried out batchwise

or continuously in gas, solution or slurry phase including at elevated pressures. The prepolymerization can take place

with any alpha-olefin monomer or combination and/or in the presence of any molecular weight controlling agent such
55 as hydrogen. For details on prepolymerization see U.S. Patent No. 4,923,833 and 4,921,825 and EP-B-0279 863,

published October 14, 1992 all of which are incorporated fully herein by reference. All the catalyst systems of the

invention may be optionally prepolymerized or used in conjunction with an additive or scavenging component to en-

hance catalytic productivity.
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[0065] Typically in a gas phase polymerization process a continuous cycle is employed where in one part of the cycle

of a reactor, a cycling gas stream, otherwise known as a recycle stream or fluidizing medium, is heated in the reactor

by the heat of polymerization. This heat is removed in another part of the cycle by a cooling system external to the

reactor. (See for example U.S. Patent Nos. 4,543,399, 4,588,790, 5,028,670 and 5,352,749 and WO 94/28032 pub-

5 lished December 8, 1994 all of which are fully incorporated herein by reference.)

[0066] Generally in a gas fluidized bed process for producing polymer from monomers a gaseous stream containing

one or more monomers is continuously cycled through a fluidized bed in the presence of a catalyst under reactive

conditions. The gaseous stream is withdrawn from the fluidized bed and recycled back into the reactor. Simultaneously,

polymer product is withdrawn from the reactor and new or fresh monomer is added to replace the polymerized monomer.
w [0067] A slurry polymerization process generally uses pressures in the range of about 1 to about 500 atmospheres

and even greater and temperatures in the range of -60°C to about 280°C. In a slurry polymerization, a suspension of

solid, particulate polymer is formed in a liquid polymerization medium to which ethylene and comonomers and often

hydrogen along with catalyst are added. The liquid employed in the polymerization medium can be alkane orcycloal-

kane, or an aromatic hydrocarbon such as toluene, isobutylbenzene, ethylbenzene or xylene. The medium employed
15 should be liquid under the conditions of polymerization and relatively inert. In another embodiment, hexaneorisobutane

is employed.

Examples

20 [0068] In order to provide a better understanding of the present invention, the following examples are offered.:

Synthesis Example 1

[0069] Unless otherwise noted, the syntheses of all metal complexes were performed under a nitrogen atmosphere

25 in dry, deoxygenated, solvents in an inert atmosphere drybox or using standard Schlenk techniques.

[0070] Transition metal compound (1), which is dimethyl (T|
5-pentamethylcyclopentadienyl)(azaindenyl)zirconium,

has the following structural formula:

30

(i)

and was prepared as follows: trimethyl (T|
5-pentamethylcyclopentadienyl) zirconium was prepared using methods

50 known in the art (see, for example, P. T. Wolczanski J. E. Bercaw, Organometallics, 1982, 1 , 793) and was subsequently

dissolved in toluene at ambient temperature. To this solution was added one equivalent of the neutral ligand, 1-azain-

dene, as a toluene solution. Gas evolution was observed. After stirring for 15 minutes, the volatiles were removed in

vacuoio give (1). Yield 92%. Single crystals suitable for x-ray analysis were obtained by recrystallization from pentane

at -25° C. 1H NMR (250 MHz, C6D6) 8.68 (d, 1H), 7,52 (d, 2H), 6.67 (dd, 1H), 6.05 (m, 1H), 5.89 (m, 1H), 5.42 (m,

55 1H). 13C (62.89 MHZ, C6D6) 150.64, 143.15, 132.51
,
119.72, 1 18.1 8, 1 1 7.84, 113.20, 99.78,99.50,39.50, 35.1, 11.58.
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Synthesis Example 2

[0071] Bis(5-methyl-cyc1openta[b)thiophene) zirconium dichloride, (II), was prepared as follows: 5-methyl-6H-cy-

clopenta[b]thiophene was prepared using methods due to O. Meth-Cohn and S. Gronowitz, which can be found at Acta

5 Chem. Scand., 1966, 20, 1577 and Acta Chem. Scand., 1966, 20, 1733. The 5-methyl-6H-cyclopenta[b]thiophene

product was then directly converted to the lithiated product by butyllitium as described by T. S. Cantrell and B. L.

Harrison in Tetrahedron Lett., 1 967, 4477. The metallocene was then prepared by combining 2.4 g (1 7 mmol) of lithiated

5-methyl-6H-cyclopenta[b]thiophene with 2.0 g (8.5 mmol) of 2rCI4 in 100 ml of toluene. The mixture was stirred for

12 hours at room temperature, followed by stirring under reflux conditions for an additional hour. The toluene solution

10 was then filtered and the filtrate was maintained at -30 °C for three days, during which time 0.6 g of bright yellow solid

(II) separated from the solution. The solid (II) was recrystallized from 50 ml of toluene at -30 °C.

Polymerization Example 1

is [0072] Transition metal compound (1) (20.0 mg) was dissolved in 5 ml of toluene and transferred to a standard 1 -liter

autoclave reactor containing 400 ml of hexane. Tris(perfluorophenyl) boron (74.0 mg) was dissolved in 5 ml of toluene

and added to the reactor. The reactor was brought to 60° C and the contents stirred for 5 minutes prior to charging the

reactor with 150 psi of ethylene. The contents were maintained at 60° C for 4 minutes, then the polymerization was
stopped by rapidly venting and cooling the reactor. The solid was recovered and dried to give 8.0 g of polyethylene,

20
1

Mn = 68,000; Mw = 1 67,000, MWD = 2.46.

Polymerization Example 2

[0073] Transition metal compound (1 ) (20.0 mg) was dissolved in 5 ml of toluene and transferred to a standard 1 -liter

25 autoclave reactor containing 400 ml of hexane. Tris(perfluorophenyl) boron (74.0 mg) was dissolved in 5 ml of toluene

and added to the reactor. The reactor was brought to 60° C and the contents stirred for 5 minutes prior to charging the

reactor with 75 psi of ethylene. The contents were maintained at 60° C for 20 minutes, then the polymerization was
stopped by rapidly venting and cooling the reactor. The solid was recovered and dried to give 25.1 g of polyethylene,

Mn = 63,000; Mw = 1 69,000, MWD = 2.70.

30

Polymerization Example 3

[0074] A metallocene solution was prepared by dissolving 1 0 mg of bis(5-methyl-cyclopenta[b]thiophene) zirconium

dichloride (II) in 1 00 cc of toluene. At room temperature, a 0.5 liter stirred autoclave reactor was charged with 250 cc
as of hexane and 10 cc of a toluene solution of methylalumoxane containing 10% by weight of methylalumoxane. The

reactor pressure was vented before heating to the reaction temperature of 115.7 °C. Propylene was added until the

reactor pressure reached 11 0.4 psig (7.6 bar). The reactor pressure was then raised to 235 psig (1 6.2 bar) with ethylene.

Under these conditions, the monomer concentrations were 1.0 M for propylene and 0.7 M for ethylene, resulting in

monomer concentration molar ratios (C^C2 ) of 1 .43. After adjusting reactor pressure, the polymerization was com-
40 menced by feeding the metallocene solution to the reactor. The polymerization was run in semibatch mode with pure

ethylene feed to the reactor. During the run the metallocene solution was pumped into the reactor at a rate between 0

and 1 cc/min depending on the ethylene make-up flow rate. This flow rate was kept at about 0.03 to 0.22 SLPM. The

polymerization was run for 30 min and used 14 cc of the metallocene solution, or 1.4 mg of (II). The yield was 5.36

grams of polymer, corresponding to a catalyst efficiency of 3.83 kg/g.

45

Polymerization Example 4

[0075] A metallocene solution was prepared by dissolving 1 0 mg of bis(5-methyl-cyclopenta[b]thiophene) zirconium

dichloride (II) in 100 cc of toluene. At room temperature, a 0.5 liter stirred autoclave reactor was charged with 250 cc

so of hexane and 1 0 cc of a toluene solution of methylalumoxane containing 1 0% by weight of methylalumoxane. Three

(3) cc of ethylidene norbornene (ENB) were then added to the reactor. The reactor pressure was vented before heating

to the reaction temperature of 115 °C, Propylene was added until the reactor pressure reached 110 psig (7.6 bar). The
reactor pressure was then raised to 234 psig (1 6.1 bar) with ethylene. Under these conditions, the monomer concen-

trations were 1 .0 M for propylene, 0.7 M for ethylene, and 0.07 M for ENB, resulting in monomer concentration molar

55 ratios (C^C^ENB) of 1 4.3/1 0/1 . After adjusting reactor pressure, the polymerization was commenced by feeding the

metallocene solution to the reactor. The polymerization was run in semibatch mode with pure ethylene feed to the

reactor. The metallocene solution was pumped into the reactor at a rate between 0 and 4 cc/min depending on the

ethylene make-up flow rate. This flow rate was kept at about 0,03 to 0.6 SLPM. The polymerization was run for 30 mln

14
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and used 60 cc of the metallocene solution, or 6 mg of (II). The yield was 7.89 grams of polymer, corresponding to a

catalyst efficiency of 1 .32 kg/g.

Polymerization Example 5

[0076] A metallocene solution was prepared by dissolving 1 0 mg of bis(5-methyl-cyclopenta[b]thiophene) zirconium

dichloride (II) in 100 cc of toluene. At room temperature, a 0.5 liter stirred autoclave reactor was charged with 250 cc

of hexane and 10 cc of a toluene solution of methylalumoxane containing 10% by weight of methylalumoxane. Forty

(40) cc of hexene-1 were added to the reactor and the reactor was heated to about 80 °C. The reactor was then

pressurized with ethylene to 125 psig (8.6 bar). Under these conditions, the monomer concentrations were 1 .0 M for

hexene-1 and 0.75 M for ethylene, resulting in a monomer concentration molar ratio {C^C2) of 1 .3. After adjusting

reactor pressure, the polymerization was commenced by feeding the metallocene solution to the reactor. The polym-

erization was run in semibatch mode with pure ethylene feed to the reactor. The metallocene solution was pumped
into the reactor at a rate between 0 and 1 cc/min depending on the ethylene make-up flow rate. This flow rate was

kept at about 0.01 to 0.7 SLPM. The polymerization was run for 30 min and used 5 cc of the metallocene solution, or

0.5 mg of (II). The yield was 8.26 grams of polymer, corresponding to a catalyst efficiency of 1 6.52 kg/g. The polymer

contained 1 1 .4 wt.% of incorporated hexene.

20 Claims

1 . A polymerization catalyst system comprising a catalytic complex formed by activating a transition metal compound

represented by the formula:

[L]m M[A]n(D')0

wherein:

30 M is a transition metal selected from the group consisting of Group 3, 4, 5 and 6 metals;

L is a cyclopentadienide-containing ligand which may be the same as or different from any other L, but at least

one L is a group 13, 15, or 16 heterocyclic fused cyclopentadienide ligand;

A is a monatomic or polyatomic ligand, other than a cyclopentadienide-containing ligand, which bears a formal

negative charge and can be the same as or different from any other A;

35 D' is an optional donor ligand which may or may not be present;

m is an integer which has a value of 1 , 2, or 3;

n is an integer which has a value of 1 , 2, or 3; and

o is an integer representing the number of optional donor ligands D\

40 2. The polymerization catalyst system of claim 1 wherein said transition metal is selected from the group consisting

of Group 4, 5, and 6 metals.

3. The polymerization catalyst system of claim 1 or 2 wherein said group 13, 15, or 1 6 heterocyclic fused cyclopen-

tadienide ligand contains as endocyclic heteroatoms one or more atoms selected only from the group consisting

45 of boron, nitrogen, phosphorus, oxygen, and sulfur.

4. The polymerization catalyst system of claim 1 or 2 wherein said group 13, 15, or 1 6 heterocyclic fused cyclopen-

tadienide ligand contains as endocyclic heteroatoms only one or more nitrogen heteroatoms.

so 5. The polymerization catalyst system of claim 1 or 2 wherein said group 13, 1 5, or 1 6 heterocyclic fused cyclopen-

tadienide ligand contains as endocyclic heteroatoms only one or more sulfur heteroatoms.

6. The polymerization catalyst system of claim 1 wherein said transition metal compound is dimethyl (h5-pentame-

thylcyclopentadienyl)(azaindenyl)zirconium.

55

7. The polymerization catalyst system of claim 1 wherein said transition metal compound is bis(5-methyl-cyclopenta

[b]thiophene) zirconium dichloride.

15
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8. A polymerization process comprising contacting, under gas-phase, slurry, or solution polymerization conditions:

a) a monomer containing olefinicaily or acetylenically unsaturated units;

b) optionally, one or more comonomers having olefinicaily or acetylenically unsaturated units; and

c) the catalyst system of claim 1,2,6, or 7.

PatentansprUche

1. Polymerisationskatalysatorsystem, das einen katalytischen Komplex umfaBt, der durch Aktivierung einer Uber-

gangsmetallverbindung der Formel:

[L]mM[A]n(D')0 ,

in der

M ein Ubergangsmetall ausgewahlt aus der Gruppe bestehend aus Gruppe-3-, -4-, -5- und -6-Metallen ist,

L ein Cyclopentadienid enthaltender Ligand ist, der gleich oder verschieden von irgendeinem anderen L sein

kann, wobei aber mindestens ein L ein Gruppe-13, -15 oder -16 heterocyclischer kondensierter Cyclopenta-

diendligand ist,

A ein monoatomarer oder polyatomarer Ligand ist, der von einem Cyclopentadienid enthaltenden Liganden

verschieden ist, wobei er eine formale negative Ladung tragt und gleich oder verschieden sein kann von ir-

gendeinem anderen A,

D' ein optionaler Donorligand ist, der vorhanden sein kann oder nicht,

m eine Zahl ist, die einen Wert von 1 , 2 oder 3 hat,

n eine Zahl ist, die einen Wert von 1 , 2 oder 3 hat, und

o eine Zahl ist, die die Anzahl von gegebenenfatls vorhandenen Donorliganden D' angibt,

gebildet worden ist.

2. Polymerisationskatalysatorsystem nach Anspruch 1 , bei dem das Ubergangsmetall ausgewahlt ist aus der Gruppe

bestehend aus Gruppe-4-, -5- und -6-Metallen.

3. Polymerisationskatalysatorsystem nach Anspruch 1 oder 2, bei dem der Gruppe-13, -15 oder -16 heterocyclische

kondensierte Cyclopentadienidligand als endocyclische Heteroatome ein oder mehrere Atome ausgewahlt nur

aus der Gruppe bestehend aus Bor, Stickstoff, Phosphor, Sauerstoff und Schwefel enthalt.

4. Polymerisationskatalysatorsystem nach Anspruch 1 Oder 2, bei dem der Gruppe-1 3, -15 oder -16 heterocyclische

kondensierte Cyclopentadienidligand als endocyclische Heteroatome nur ein oder mehrere Stickstoffheteroatome

enthalt.

5. Polymerisationskatalysatorsystem nach Anspruch 1 oder 2, bei dem der Gruppe-13, -15 oder -16 heterocyclische

kondensierte Cyclopentadienidligand als endocyclische Heteroatome nur ein oder mehrere Schwefelheteroatome

enthalt.

6. Polymerisationskatalysatorsystem nach Anspruch 1 , bei dem die Obergangsmetallverbindung Dimethyl(h5-pen-

tamethylcyclopentadienyl)(azaindenyl)zirconium ist.

7. Polymerisationskatalysatorsystem nach Anspruch 1 , bei dem die Obergangsmetallverbindung Bis(5-methyl-cyclo-

penta[b]-thiophen)zirconiumdichlorid ist.

16
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8. Polymerisationsverfahren, bei dem unter Gasphasen-, Aufschlammungs- oder Losungspolymerisationsbedingun-

gen

(a) ein Monomer, das olefinische oder acetylenisch ungesattigte Einheiten enthalt,

(b) gegebenfallsein Oder mehrereComonomere mit olefinisch oder acetylenisch ungesattigten Einheiten, und

(c) das Kataiysatorsystem gemaB Anspruch 1 , 2, 6 oder 7

in Kontakt gebracht werden.

Revendications

1 . Systeme de catalyseur de polymerisation comprenant un complexe catalytique forme en activant un compose de

metal de transition represents par la formule :

[L]m M[A] n (D')0

dans laqueile

:

M represente un metal de transition choisi dans le groupe consistant en les metaux des Groupes 3, 4, 5 et 6
;

L represente un ligand a fonction cyclopentadienide qui peut etre identique ou different de n'importe quel autre

ligand L, mais au moins un ligand L est un ligand cyclopentadienide condense heterocyclique a element du

Groupe 13, 15 ou 16 ;

A represente un ligand monoatomique ou polyatomique, autre qu'un ligand a fonction cyclopentadienide, qui

porte une charge negative formelle et qui peut etre identique ou different de n'importe quel autre ligand A ;

D' represente un ligand donneur facultatif qui peut ou non etre present

;

m represente un nombre entier qui a la valeur 1 , 2 ou 3
;

n represente un nombre entier qui a la valeur 1 , 2 ou 3 ;

o est un nombre entier representant le nombre de ligands donneurs facultatifs D'.

2. Systeme de catalyseur de polymerisation suivant la revendication 1 , dans lequel le metal de transition est choisi

dans le groupe consistant en les metaux des Groupes 4, 5 et 6.

3. Systeme de catalyseur de polymerisation suivant la revendication 1 ou 2, dans lequel le ligand cyclopentadienide

condense heterocyclique a element du Groupe 13, 1 5 ou 16 contient comme hetero-atomes endocycliques un ou

plusieurs atomes choisis seulement dans le groupe consistant en le bore, Pazote, le phosphore, I'oxygene et le

soufre.

4. Systeme de catalyseur de polymerisation suivant la revendication 1 ou 2, dans lequel le ligand cyclopentadienide

condense heterocyclique a element du Groupe 13, 15 ou 16 contient comme hetero-atomes endocycliques seu-

lement un ou plusieurs hetero-atomes d'azote.

5. Systeme de catalyseur de polymerisation suivant la revendication 1 ou 2, dans lequel le ligand cyclopentadienide

condense heterocyclique a element du Groupe 13, 15 ou 16 contient comme hetero-atomes endocycliques seu-

lement un ou plusieurs hetero-atomes de soufre.

6. Systeme de catalyseur de polymerisation suivant la revendication 1 , dans lequel le compose de metal de transition

est le dimethyl-(h5-pentamethylcyclopentadienyl) (azaindenyl) zirconium.

7. Systeme de catalyseur de polymerisation suivant la revendication 1 , dans lequel le compose de metal de transition

est le dichlorure de bis-(5-methyl-cyclopenta-[b]thiophene)zirconium.

8. Procede de polymerisation comprenant la mise en contact, dans des conditions de polymerisation en phase ga-

zeuse, en suspension ou en solution :

a) d'un monomere contenant des motifs a insaturation olefinique ou acetylenique
;

b) facultativement, un ou plusieurs comonomeres ayant des motifs a insaturation olefinique ou acetylenique ; et
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c) du systfcme de catalyseur suivant la revendication 1 , 2, 6 ou 7.
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